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ATTN: Bill Wiggins 

DATE 
LAB NO. 
CUST P.O. 
SAMPLE (S) 
RECEIVED 
SAMPLE NO. 

E.L.A.P. CERTIFICATE NO. 1164 
PRENOTIFICATION DATE :8-31-06 

September 21, 2006 
B18633 pg.3 of 4 
VERBAL/B . W. 
WASTE WATER 
9-7-06 
95990-4,-5 

DISCHARGE ADDRESS: 

SAMPLE: 

# 927 THOMPSON AVE GLENDALE CA 91221 

24 HOUR TIME COMPOSITE FROM SAMPLE BOX 

SAMPLED: BY JOSE BOLANOS OF TU^ACHEM LABORATORIES 
BETWEEN 9-6-06 AT 1:15 pm AND 9-7-06 AT 1:15 pm 

CONSTITUENT 

Arsenic, Total 

Cadmium, Total 

Chloride 

Chromium, Total 

Copper, Total 

Fluoride 

Lead, Total 

Nickel, Total 

Silver, Total 

Zinc, Total 

CONCENTRATION 

< 0.10 

0.14 

2199 

0.056 

0.10 

1.45 

< 0.050 

< 0.020 

< 0.050 

0.73 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

METHOD 
EPA 600 

200.7 

200.7 

300.0 

200.7 

200.7 

340.2 

200.7 

200.7 

200.7 

200.7 

DLR 

0.10 

0.01 

125 

0.02 

0.02 

0.10 

0.05 

0.02 

0.05 

0.01 

mg/L 

mg/L 

mg/L 

mg/L 

ma/L 

mg/L 

mg/L 

mg/L 

mg/L 

mg/L 

The lest report shall not be reproduced except in full, without the written approval of the laboratory. 
This report applies only to the materials tested. The recording of felse,'fictitious, or fraudulent N. K r i s h n a n , Ph.D"! 

A c c r e d i t e d 
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>^u TEST REPORT 
^AIVACHEIVI 
---''> L A B O R A T O R I E S E s t a b l i s h e d 1 9 4 1 

140 Standard Street • El Segundo, Cal i forn ia 90245.3832 • voice 310.322.4993 • fax 310.322.6681 

AUTOMATION PLATING CO. 
P . O . BOX 5 0 0 4 , G . C . S 
G l e n d a l e , CA 9 1 2 2 1 

ATTN: B i l l W i g g i n s 

DATE 
LAB NO. 
CUST P . O . 
SAMPLE (S) 
RECEIVED 
SAMPLE NO. 

E . L . A . P . CERTIFICATE NO, 1164 
PRENOTIFICATION DATE : 8 - 3 1 - 0 6 

S e p t e m b e r 2 1 , 2 0 0 6 
B 1 8 6 3 3 p g . 4 o f 4 
VERBAL/B.W. 
WASTB WATER 
9 - 7 - 0 6 
9 5 9 9 0 - # 1 , # 2 , # 3 

DISCHARGE ADDRESS: 

SAMPLE: 

SAMPLED: 

CONSTITUENT 

pH 

Cyanide, Total 

Cyanide, Amenable 

Sulfide, Dissolved 

Oil and Grease 

# 927 THOMPSON AVE GLENDALE ,CA 91221 

GRAB SAMPLE FROM SAMPLE BOX 

BY JOSE BOLANOS OF ANACHEM LABORATORIES 
ON 9-7-06 AT 1:15 pm 

CONCENTRATION 

10.0 

0.058 

< 0.020 

< 0.040 

2.5 

units 

mg/L 

mg/L 

mg/L 

mg/L 

METHOD 
-,EPA 600 

150.1 

335.2 

335.1 

376.2 

1664 

DETECTION LIMIT 

2-13 

0.02 

0.02 

0.04 

1.6 

units 

mg/L 

mg/L 

mg/L 

mg/L 

The test report shall not be reproduced except in full, without the written approval of the laboratory, 
"his reoort aoolies onlv tn thf* maton=ie ta • — -T>.« . . . 
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